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Resin Property Typical Value Units Test Method
Melt Index, 2.16 Kg at 190°C 8.0 9/10 min ASTM D-1238
Density 0.961 g/crﬁ ASTM D-4883

Premier Polymers cannot anticipate or control tl@yrdifferent conditions under which this inforneetiand/or produc
may be used. It does not guarantee the applioabilithe accuracy of this information or the suiigbof its productsn

any givensituation. User of the material should make thein tests to determine the suitability of each sudduct for
their particular purposes. The data listed hefiadia within the normal range of product properties they should not |

used to estalsh specification limits or used alone as the bakidesign.
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